Test Report
Report No.: THHB26062490034EN Job No.: 90034 Date: July 03, 2026

The following information-was/were-submitted and identified by/on behalf of the client:

Applicant . JINGDONG RUBBER CO., LTD.

Address i DONGLIZHANG COTTAGE, GOUGEZHUANG TOWN, XIONGXIAN.CTIY,
XIONGAN NEW DISTRICT, HEBEI PROVINCE, CHINA

Sample Name :  FOOD GRADE NBR RUBBER SHEET

Sample Receive Date : Jun. 26, 2026

Sample Testing Period :Jun. 26, 2026-Jul. 02, 2026

Test Result Summary:

As requested by the applicant, for details refer to attached page(s).

TEST ITEM(S) TEST REQUESTED RESULT(S)
) US FDA 21 CFR 177.2600 Indirect Food Additives: Polymers - Rubber
Total Extractives . ) PASS
articles intended for repeated use

Authorized Signatu

Shi Lei/Kevin
General Manager -GTS/SHO
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Report No.: THHB26062490034EN

Test Result(s):

Test Report

Test Sample Description:

Job No.: 90034

Date: July 03, 2026

Material:No. Client Claimed Material

Description

01

Rubber

White rubber sheet (NBR)

Total Extractives - US FDA 21 CFR 177.2600

Test Method: With reference to US FDA 21 CFR 177.2600

Result(s)
Simulant(s) Test Condition Unit RL Limit Conclusion(s)
01
Distilled Water Reflux temperature, mg/inch? 05 20 (max) ND. PASS
- First 7hours
Distilled Water .
Reflux temperature, mg/lnch2 0.5 1 (max) N.D. PASS
- Succeeding 2hours
n-Hexane Reflux temperature, mglinch? 05 175 (max) 54 PASS
- First 7hours
n-Hexane
. Reflux temperature, mg/inch2 05 4 (max) 3.3 PASS
- Succeeding
2 hours
Note:
1. mg/inch? = miligram per squaresinch;
2. RL = Report Limit;
3. N.D. = Not Detected (<RL).
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1.mg/inch2=milligrampersquare

Test Report
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Sample Photo(s):
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*End of Report***
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